
 

Annexure -V 

Tatra painting process: 

Benefits of CED:  
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Tatra Process for CED painting: 

 

 

 



 

 

Basic parameters: 

   

Max. dimensions of part for coating: 

 

• Provides sufficient protection already with a layer of 18-35 μm, 

exceptionally it can be over 40 μm. 

• Very good coverage on edges. 

• Resistance of 1000 hrs in salt mist. 

 

 

 



 

 

 

Analytical checking of the CPL bath: 
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